BaTiO3
Product name


Barium Titanate 
Product Description
High purity, monodisperse, hydrothermal synthesis 
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Physical properties
	 
	Analysis Data

	Particle size<µm>
	0.3
	SEM

	Sp.surface area<m2/g>
	3.63
	BET

	Moisture<wt%>
	0.15
	At 105oC(2h) 

	Ignition loss<wt%>
	0.38
	At 1100oC(1h)

	Crystallinity
	Tetragonal
	XRD

	Particle size distribution<µm>
	D10
	0.33
	LS800

	
	D50
	0.60
	

	
	D90
	0.89
	


Chemical properties
	 
	Analysis Data

	Ba/Ti<mol ratio>
	0.999

	Na<wt%>
	0.001

	Ca<wt%>
	0.001

	Fe<wt%>
	0.001

	K<wt%>
	0.001

	Mg<wt%>
	0.001

	Sr<wt%>
	0.016


